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REPORT OF ANALYSIS

CLIENT © PT. DAMAR INDO BRIQUETTE
JI. Pandugo Baru XII L No. 27 RT. 002 RW. 004
Kel. Penjaringan Sari Kec. Rungkut
Surabaya - Jawa Timur.

THE FOLLOWING SAMPLE (S} WAS! WERE SUBMITTED AND IDENTIFIED BY CLIENT AS !

TYPE OF SAMPLE BRIQUETTE CHARCOAL

DATE OF RECEIVED - January 16, 2019

DATE OF ANALYSIS January 17 up to 23, 2019

TEST REQUIRED Full Analysis

DESCRIPTION OF SAMPLE . Form :  Briket
Weight / Volume @ + 250 Gram.
Packing : Unsealed paper bag.

SAMPLE IDENTIFICATION ~ ada
(STATED BY CLIENT)

We have tested the sample (s) submitied and the following results were obtained @

Parameters Unit AR b | Test Method |
(As Received ) (Dry Basis) .
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